ACOBRIL

Espessura (mm)
1,2 <E> 20

1.5

1.7

1.8

1.9

2

2.25

2.65

3

3.35

3.75

4.25

4.5

4.75

5

6.3

8

9.5

Seja qual for a forma, nés temos a solucéao!
DESDE 1964

Bobinas - Chapas Finas a Quente

Largura .
Bitola
1000 <L> 2100

12.5

16

19

20

Unidade

Rod. Ferndo Dias. Km 86 - Jd. Cabucu
CEP 02283-000 - Sao Paulo - SP

1050 9 1.21 9.80
1100 16 1.52 12.20
1150 15 1.71 13.70
1200 14 2.00 15.25
1250 13 2.25 18.00
1300 12 2.65 21.20
1350 11 3.00 24.42
1500 10 3.35 26.80
1450 9 3.75 30.00
1500 8 4.25 34.00
1550 7 4.50 36.00
1600 3/16 4.75 38.00
1650 7/32 5.60 44.80
1700 1/4 6.35 49.78
1750 5/16 7.94 62.25
1800 3/8 9.52 74.72
1850 1/2 12.70 99.57
1880 5/8 15.87 124.50
3/4 19.05 149.40

+ 55 11 2207-6700




